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in Arc Welding
Assessment

Read the following statements from Welders A and B. Indicate which is correct by selecting from the four listed choices.
1.
Welder A says that only the number of passes necessary to properly complete the weld should be made because extra filler material does not strengthen the weld and the additional heat can distort the base metal.

Welder B says that making more passes than necessary strengthens the weld and the additional heat along the weld helps prevent distortion.

a.
Welder A is correct.

b.
Welder B is correct.

c.
Both are correct.

d.
Neither is correct.

2.
Welder A says that distortion can be caused by uneven heating of the base metal.

Welder B says that distortion can be caused by the weld restricting movement of the base metal. 

a.
Welder A is correct.

b.
Welder B is correct.

c.
Both are correct.

d.
Neither is correct.
Complete the following short-answer questions

3.
What is residual stress?

4.
 List six techniques that can be used to control distortion.
a.


b.

c.


d.


e.


f.


5.
 Describe how two techniques could be used to control distortion on one weld.

6.
 Describe how contraction force can be used to advantage when making a weld.

7.
 How can overpeening damage work?
